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Acidic CIP (HNO3) 2%, +80 °C / 168 h

IMMERSION RESULTS IN CLEANING MEDIA

EPDM 291 EPDM 386 EPDM 387

Alkaline CIP (NaOH) 5%, +80 °C / 168 h

EPDM 291 EPDM 386 EPDM 387
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